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Report ID: SZ080506-056

Test report

Client Date 05.06.2008 Finished Date 05.12.2008
Sample Name Chanoagrylate Sample Model 194A i tH 45 1l
Superglue
Sample State Liquid Sample Package Intact
rat Relative Humidit
Temperature 5 elative Humidity &
() (%RH)
Test Items and Request | Benzene, Toluene,Xylene
gl
According as GB/T 18583-2001 el
s
_=.==-"‘yl‘|
Apparatus SZSB-035 GC GC-14C, Shimadzu (Japan)
Note ppm=mg/kg
T Approved for issue 55? Uk
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Test Results

Report ID: SZ080506-056

Sample Name and Number

Analysis Item Test Results
SZ080506-056
Benzene <2 mg/kg
Cyanoacrylate Superglue '
<2 mg/kg

End of Report

End of Report
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